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Why?

+  Goal
- Support the safe application of S690 - S1300

*  Facts
- Standards have limitations on o,/0 g (Y/T ratio)
- We don’t know origins of these limitations

* Question
- What is the maximum safe Y/T ratio?
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How?

Understand Y/T ratio considering the following failure modes:

« Tensile strain localization (e.g. necking)
« Tearing from a stress concentration
* Formation of acute plastic hinges

* Ductile failure
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Project management

° Fee
- 17 k€lyear per year
- Half-fee for class societies

* Planning

- Four years

- Planned start: Q1 2020
« Contact

Carey Walters

c.l.walters@tudelft.nl
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